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Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-3.1902.4 ( COMPLETE ) REFERENCE INFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON 
DATE PRINTED: 3-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 611 D.11112 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 60 2 -150 60 ASSAY PREP 60
SAMPI F PICKUP/MILE 1
EXCESSIVE UETNESS/LB 748

REMARKS: 1AT GOLD (29.17G)

REPORT COPIES TO: MR. JIM BARRON 
MR. ROD' HCn H1H~

INVOICE TO: MR. JIM BARRON
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Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 
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BC 
BONDAR·CLEGG 

Geochemical 
Lab Report 

\ DI\ 1S10'.\ 01 l'.\CHnPE: l'.\SPfC 110'.\ &. Tl·STl'.\G SLR\ ICES 

REPORT: R89 31902.4 ( COMPLETE l 

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

ORDER 

1 Au 

ELFMl::NT 

Gold 

SAMPLE TYPES 

Z OTHER DRILL TYPES 

NUMBER 

60 

REMARKS: 1AT GOLD (29.17Gl 

REPORT COPIES TO: MR. JIM BARRON 
Ml-I ROIi ni 1-nn 

NUMBFR OF LO~ER 
ANALYSES DETECTION LIMIT FXTRACTION 

60 0.1102 OPT 

SIZE FRACTIONS 

2 150 

NUMBER 

60 

REFcRLNCE INFO: NONE GIVEN 

SUUMITTED BY: BARRON 
DATE PRINTED: 3-0CT-89 

METHOD 

Fire Ass;iy 

SAMPLE PREPARATIONS NUMBER 

ASSAY PREP 60 
SAMPI f PICKUP/MILE 1 
EXCESSIVE ~EfNESS/LB 7~8 

INVOICE TO: MR. JIM BARRON 
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Geochemical 

Lab Report

Bondar-Clegg, Inc.

625 Spice Island Dr. 

Building 1, Unit A 

Sparks, Nevada 89431 

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-319112.4
DATF PRINTED:—3-0CT-89
PROJECT: NONE GIVEN PAGE 1

SAMPLE El. FMFNT Au SAMPI E ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

12 R89-573 11-5 0.002 12 R89-573 200-205 <0.002
12 R89-573 5-10 <0.002 12 R89-573 205-210 0.003
12 R89-573 10 15 <0.1102 12 R89-573 210-215 <0.002
12 R89-573 15-20 <0.002 12 R89-573 215-220 0.002
12 R89-573 211-25 <0.1102 12 R89-573 220-225 <0.002

12 R89-573 25-30 <o.no2 12 R89-573 225-230 <0.002
12 R89-573 30-35 0.1105 12 R89-573 230-235 0.002
12 R89-573 35-40 0.006 12 R89-573 235-240 0.002
12 R89-573 40-45 0.010 12 R89-573 240-245 0.002
12 R89-573 45-50 0.006 12 R89 573 245-250 <0.002

12 R89-573 50-55 0.012 12 R89-573 250-255 <0.002
12 R89-573 55-60 0.006 12 R89-573 255-260 0.006
12 R89-573 60-65 0.013 12 R89-573 260-265 0.003
12 R89-573 65-70 0.011 12 R89-573 265-270 0.007
12 R89-573 70-75 0.006 12 R89-573 270-275 0.008

12 R89-573 75-80 0.006 12 R89-573 275-280 0.007
12 R89 -573 80-85 0.004 12 R89-573 280-285 0.014
12 R89-573 85-90 0.003 12 R89-573 285-290 0.005
12 R89-573 90-95 0.003 12 R89-573 290-295 0.011
12 R89-573 95-100 0.003 12 R89-573 295-300 0.011 ^

12 R89-573 100-105 0.015
12 R89-573 105-110 0.042
12 R89-573 110-115 0.002
12 R89-573 115-120 0.002
12 R89-573 120-125 0.003

12 R89 573 175-180 0.041
12 R89-573 180-185 0.005
12 R89-573 185-190 0.004

12 R89-573 190-195 0.005
12 R89-573 195-200 0.003

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I. Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

, -

REPORT: R89-31902.4 

~)AMPLE El FMF-NT 
NUMBER UNITS 

zz RB9-573 n-s 
zz RB9 -573 5-rn 
Z2 R89-573 10 15 
Z2 R89 573 15-20 
z2 RB?-573 2n-25 

Z2 R89 -573 25--30 
Z2 R89-573 3[1-35 
Z2 R89 573 35-40 
Z2 R89-573 4n-45 
Z2 R89 573 45-50 

Z2 R89-573 5[1-55 
Z2 R89 573 55-60 
Z2 R89-573 6[1-65 
Z2 R89 573 65-70 
Z2 R89 573 70-75 

Z2 R89 573 75-80 
Z2 R89 573 8[1-85 
72 R89-573 85-90 
Z2 R89 573 9n-95 
72 R89-573 95-100 

Z2 R89-573 100-105 
Z2 R89 573 105-110 
72 R89 573 110 115 

L_ Z2 R89 573115120 
Z2 R89-573 120-175 

i Z2 R89-573 125-130 
Z2 R89 573 130 135 
Z2 R89-573 135 140 
Z2 R89-573 140 145 
Z2 R89-573 145-150 

Z2 R89 573 150 155 
72 R89 573 155 160 
Z2 R89-573 160-165 
72 R89 573 165-170 
72 R89-573 170-175 

Z2 R89 573 175-180 
Z2 R89-573 180-185 
Z2 R89-573 185-190 
Z2 R89 571 19n 195 
Z2 R89-573 195-200 

Au 
OPT 

a.un2 
<o.on2 
<o.uo2 
<0.002 
<[l.1!02 

<O.oo2 
a.11ns 
o.006 
a.ll1n 
0.006 

0. 012 
0.006 
0.(113 
0 .011 
0.0(16 

0.006 
0.(104 
0.003 
0.1103 
0.003 

0.015 
0.042 
0.007 
0.002 
0.003 

<0 .002 
<0.002 
<0.002 
0.004 
0.007 

<0.002 
<0.00? 
0.002 

<0.002 
<0.007 

0. 041 
0.005 
0.004 
0.005 
0.003 

BC 
BONDAR-CLEGG 

A Dl\'1S10\ Of l'-iCHCAPE' I SPECTIO. & TESTI\G LR\ ICES 

Geochemical 
Lab Report 

QATF PRINTFO: 3 9CT 89 
PROJECT: NONE GIVEN PAGE 1 

SAMPI E ELfMFNT Au 
NUMBER UNITS OPT 

z2 R89 573 2nn-211s <0.00? 
Z2 R89 573 205 210 0.003 
Z2 R89-573 210 215 <0.002 
Z2 R89-573 215-220 0.002 
Z2 R89-573 220-225 <0.007 

Z2 R89-573 225 ?30 <0.002 
Z2 R89-573 230 235 0.002 
Z2 R89-573 235 240 0.002 
Z2 R89 573 24(1 245 0.002 
Z2 R89 573 245 250 <0.002 

Z2 R89-573 25(1 2'i5 <0.002 
Z2 R89-573 255 260 0.006 
Z2 R89 573 26(1 265 0.003 
Z2 R89 -573 265 270 0.007 
Z2 R89 573 27(1-275 0.008 

Z2 R89-573 275 28n 0.007 
Z2 R89-573 28(1 285 0.014 
Z2 R89 573 285 290 0.005 
Z2 R89 573 29(1 295 0.011 
z2 RB? 573 295 1no 0.011 ---



Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG
I

A DIVISION OF 1NCHCAPH INSPECTION & TESTING SERVICES. -.

Geochemical

Lab Report

REPORT: R89-31902.4
OATF PRINTED: 3 -6C-E-89--
PR ^ONE GTGIVEN

SAMPLE
NUMBER

ELFMFNT
UNITS

Au
OPT

SAMPlF 
NUMBER

----- 1--------------------rjfi------- ’---------- /--------------------
.ELEMENT Au /

_ UNITS'------
fat* -________________________________________________________

R89-573 10-15 <0.002
"""" MHOm

Duplicate <0.002

R89-573 60-65 0.013
Duplicate 0.010

R89-573 120-125 0.003
Duplicate 0.004

R89-573 170-175 <0.002
Duplicate <0.002

R89-573 230-235 0.002
Dup1icate 0.003

R89-573 280-285 0.014
Duplicate 0.015

- --------- - -- - ----- - -------------------

l _. 

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

, 

REPORT: R89 -31902.4 

SAMPLE ELFMrNT 
NUMBER UNITS 

R89-573 10 15 
Dup I icate 

R89-573 60-65 
Duplicate 

R89-573 120-125 
Duplicate 

R89-573 170-175 
Dup I i cate 

R89-573 230-235 
Dup I icate 

R89--573 280-28~1 
Duplicate 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

Au SAMPL F 
OPT NUMBER 

<0.002 
<0.002 

0.013 
0.010 

0.003 
0.004 

<0.002 
<0.002 

0.002 
0.003 

0.014 
0.015 

Geochemical 
Lab Report 
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BROHM MINING CORPORATION 
MR. JIM BARRON 
PO BOX 485
DEADWOOD, SOUTH DAKOTA 
57732

BC
BONDAR CLEGG

Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

Invoice : R076651, Page 1

Date : 5-OCT-89

Report No: R89-31902.4 
Project : NONE GIVEN 
Reference: NONE GIVEN

BARRON

60 Analyses of Gold at $ 7.00 $ 420.00
Subt.ota 1 $ 420.00 $ 420.00

Sample Preparation
60 Samples of ASSAY PREP at S 3.00 $ 180.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 $ 12.00

748 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 149.60
Subtotal $ 341.60 $ 341.60

Miscellaneous Charges
4% S.D. SALES TAX $ 13.66
2% DEADWOOD CITY SALES TAX $ 6.83

Subtotal $ 20.49 $ 20.49

Invoice Total: $ 782.09

r

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR-Cl.EGG 

BROHM MINING CORPORATION 
MR . JIM BARRON 
PO BOX 485 
DEADWOOD, SOUTH DAKOTA 
57732 

60 Analyses of Gold 
Subtotal 

Sample Preparation 
60 Samples of ASSAY PREP 

1 Sample of SAMPLE PICKUP/MILE 
748 Samples of EXCESSIVE WETNESS/LB 

Subtotal 

Miscellaneous Charges 
4% S.D. SALES TAX 
2• -'o DEADWOOD CITY SALES TAX 

Subtotal 

Invoice R076651, 

Date 5-OCT-89 

Report No: R89-31902.4 
Project NONE GIVEN 
Reference: NONE GIVEN 

BARRON 

Bondar-Clegg, lnc. 
625 Spice Island Dr. 
Building I, Unit A 

Sparks, Nevada 89431 
702 (359-9330) 

Page 1 

at$ 7 . 00 $ 420.00 
s 420.00 s 420.00 

at S 3.00 $ 180 . 00 
at $12.00 $ 12 . 00 
at $ 0 . 20 $ 149 . 60 

$ 341.60 s 341.60 

$ 13.66 
$ 6.83 
s 20.49 s 20 . 49 

Invoice Total : $ 782.09 U. S. 

,. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

--------------
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Bondar-Clegg, Inc.

625 Spice Island Dr. 

Building 1, Unit A 

Sparks, Nevada 89431 

702 (359-9330) BONDAR-CLEGG

Geochemical 

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31903.4 ( COMPLETE ) REFERENCE INFO: NONE GIVEN

ClIENT: BROHH I1INTNG CORPORATION 
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON 
DATE PRINTED: 3-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 72 0.LID2 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 72 2 -150 72 ASSAY PREP 72
SAMPI F PICKUP/MILE 1
EXCESSIVE UETNESS/LB 1DB5

REMARKS: 1AT GOLD (29.17G)

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. ROD tlCCllDEI

f 

) 

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Budding I, Unit A 
Spark\, Nevada 89431 
702 (359-9330) 

' ... 

BC 
BO DAR-CLEGG 

Geochemical 
Lab Report 

A DI\ 1S10\ m I\CHC .\PE l'.'<SPECTIO:--. &. TESTI\G SER\ I( ES 

REPORT: R89-31903.4 ( COMPLETE l 

ClIENT : BROHM MINJNG CORPORATION 
PROJECT : NONE GIVEN 

ORDER ELEMENT 

1 Au Gold 

SAMPLE TYPES 

Z OTHER DRILL TYPES 

NUMBER 

72 

REMARKS: 1AT GOLD (29.17G) 

REPORT COPIES TO: MR. JIM DARRON 
1'11-1 Rnn 1'111·11-1111 

NUMDFR OF LO~ER 
ANALYSES DETECTION LIMIT EXTRACTION 

72 n.un2 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

72 

REFERENCE INFO: NONE GIVrN 

SUDMITTED BY: BARRON 
DATE PRINTED: 3 OCT 89 

METHOD 

Fire Ass11y 

SAMPLE PREPARATIONS NUMBER 

ASSAY PREP 72 
SAMPI [ PICKUP/MILE 1 
EXCESSIVE ~ETNESS/LB 1005 

INVOICE TO: MR. JIM DARRON 

I 

I 



Bondar-C'legg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31903.4
DATF PRINTFD: 3-0CT-89
PROJECT: NONE GIVEN PAGE 1

SAMPLE El EMENT Au SAfIPl F ElFHENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

Z2 R89-573 300-305 0.008 12 R89-573 500 505 0.009
Z2 R89-573 305-310 D.nn7 12 R89-573 505-510 0.005
Z2 R89-573 310-315 0.1104 12 R89-573 510-515 0.009
Z2 R89-573 315-320 o.on7 Z2 R89-573 515 -520 0.027
Z2 R89-573 32n-325 0.007 12 R89-573 520-525 0.009

12 R89-573 325-330 □ .005 12 R89-573 525-530 0.014
12 R89-573 330-335 0.007 12 R89-573 530-535 0.013
12 R89-573 335-340 0.004 12 R89-573 535-540 0.017
12 R89-573 340-345 0.003 12 R89-573 540 -545 0.009
12 R89-573 345-350 0.006 12 R89-573 545 550 0.039

12 R89-573 350-355 0.003 12 R89-573 550-555 0.097
12 R89-573 355-360 0.009 12 R89 -573 555 560 0.038
12 R89-573 360-365 0.009 12 R89-573 560-565 0.035
12 R89-573 365-370 0.008 12 R89-573 565-570 0.020
12 R89-573 370-375 0.006 12 R89-573 570-575 0.029

12 R89-573 375-380 0.006 12 R89-573 575-580 0.025
12 R89-573 380-385 0.003 12 R89-573 580-585 0.164
12 R89-573 385-390 0.006 12 R89-573 585 -590 0.012
12 R89-573 390-395 <0.002 12 R89-573 590-595 0.007
12 R89-573 395-400 <0.002 12 R89-573 595 -600 0.002

12 R89-573 400 -405 0.003 12 R89-573 600-605 0.003
12 R89-573 405-410 0.012 12 R89-573 605-610 0.006
12 R89-573 410-415 0.009 12 R89-573 610-615 0.002
12 R89-573 415-420 0.011 12 R89-573 615-620 0.004
12 R89-573 420-425 0.004 12 R89-573 620-625 0.003

12 R89-573 425-430 o.on6 12 R89-573 625-630 0.005
12 R89-573 430 435 0.007 12 R89-573 630 -635 0.006
12 R89-573 435 -440 0.007 12 R89-573 635-640 0.004
12 R89-573 440-445 0.005 12 R89-573 640-645 0.004
12 R89-573 445-450 0.005 12 R89-573 645-650 0.025

12 R89-573 450-455 0.007 12 R89-573 650-655 0.015
12 R89-573 455-460 0.010 12 R89-573 655-660 0.015
11 R89-573 460-465 0.025
12 R89-573 465-470 0.018
12 R89-573 470-475 0.013

12 R89-573 475-480 0.013
11 R89-573 480-485 0.016
12 R89-573 485-490 0.022
12 R89-573 490-495 0.019
12 R89-573 495-500 0.017

., 
A 

Bondar-Clegg, Inc. 
625 Spice Island Dr 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

REPORT: R89 31903.4 

SAMPLE El EMENT 
NUMBER UNITS 

Z2 R89 573 300 305 
Z2 R89 -573 305-310 
Z2 R89-573 310 315 
Z2 R89 573 315-320 
Z2 R89-573 320-325 

Z2 R89 573 325-330 
Z2 R89-573 330-335 
Z2 R89 573 335 J/10 
Z2 R89-573 340 345 
Z2 R89 573 345 -350 

Z2 R89 573 350 355 
Z2 R89 -573 355-361) 
Z2 R89 573 360 365 
Z2 R89 573 365-371) 
Z2 R89 573 370 375 

Z2 R89 -573 375 380 
Z2 R89 573 380-385 
Z2 R89 -573 385-390 
Z2 R89 -573 390-395 
Z2 R89-573 395-400 

Z2 R89-573 4 [10 405 
Z2 R89-573 405-410 
Z2 R89 573 410 415 
Z2 R89 -573 415-420 
Z2 R89 573 420-425 

Z2 R89-573 425 430 
Z2 R89 573 430 435 
Z2 R89-573 435 440 
Z2 R89-573 44[1 445 
Z2 R89 573 445 450 

Z2 R89 573 450 455 
Z2 R89 573 455-461) 
72 R89 573 46fl 465 
72 R89 573 465 470 
Zt R89 -573 470 475 

Z2 R89 -573 475 -480 
72 R89 573 480 485 
Z2 R89 573 485-490 
Z2 R89 573 490 495 
z2 R89-573 495 500 

Au 
OPT 

0. [I08 
0.007 
0.1104 
O.ll07 
O.ll07 

o.005 
O. II07 
0.004 
O.U[IJ 
0.006 

0 .[!01 
ll.llll9 
o .[I09 
0.008 
0.ll06 

0.006 
O.ll03 
O.ll06 

<(1.(1112 
<0.002 

0.[103 
0.012 
o. uo9 
0.011 
0. (1(14 

o.on6 
n .1m1 
n.on1 
o.uns 
O.ll05 

O.lln7 
0.010 
0.025 
0.018 
0.013 

0.013 
0.016 
0.022 
0.019 
0.017 

BC 
BO DAR-CLEGG 

A Dl\'ISIOI\ m INCH( APE INSPE( TIOS & TES I 1-.G ER\ ICES 

PROJECT: NONE GIVEN 

SAMPlF ElFMFNT Au 
NUMBER UNITS OPT 

Z2 R89-573 5(1(1 5(15 0.009 
Z2 R89-573 505 -510 0.005 
Z2 R89-573 510 -515 0.009 
Z2 R89 573 515 -520 0.027 
Z2 R89-573 520-525 0.009 

Z2 R89 -573 525 530 0.014 
Z2 R89 573 53(1 535 0.013 
Z2 R89-573 535-541) 0.017 
l2 R89 573 540 S45 0.009 
z2 R89-573 545 550 0.039 

z2 R89 573 550 555 0.097 
Z2 R89 -573 555 560 0.038 
Z2 R89-573 560 565 0.035 
Z2 R89 -573 565 570 0.020 
22 R89-573 570 575 0.029 

Z2 R89-573 575-580 0.025 
22 R89-573 580 585 0.164 
Z2 R89-573 585 ~90 0.012 
22 R89-573 590-595 0.007 
Z2 R89-573 595 600 0.002 

Z2 R89-573 6110-6115 0.003 
Z2 R89-573 605-610 0.006 
Z2 R89-573 610 615 0.002 
Z2 R89-573 615 620 0.004 
Z2 R89-573 620 625 0.003 

Z2 R89-573 625 630 0.005 
22 R89-573 630 635 0.006 
Z2 R89-573 635 -640 0.004 
Z2 R89-573 640 -645 0.004 
Z2 R89-573 645 650 0.025 

22 R89-573 650 655 0.015 
Z2 R89 -573 655 660 0.015 

Geochemical 
Lab Report 

PAGE 1 

....----



Geochemical

Lab Report

N

Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31903.4
O&Tf--PRINTED: 3 OCT 89 
■PROJECT: NONE GIVEN PAGE 2

SAMPLE ELEMENT Au SAUPlF I j j ELEMENT Au
NUMBER UNITS OPT NUMBER | UNITS OPT

R89-573 315 32(1
Duplicate

0.01)7
0.007

R89-573 365-3711
Duplicate

0.008
0.009

I -OO £)A/,;

R89-573 425-430 0.006
Duplicate 0.006

R89-573 475-480 0.013
Duplicate 0.012

R89-573 535-540 0.017
Duplicate 0.018

R89-573 585-590 0.012
Duplicate 0.014

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

' .... 

REPORT: R89-319n3.4 

SAMPLE ELEMENT 
NUMBER UNITS 

R89-573 315 320 
Duplicate 

R89-573 365-370 
Dup I i cate 

R89-573 425-430 
Duplicate 

R89-573 ~ 75-480 
Duplicate 

R89 573 535-540 
Dup I i cate 

R89-573 585- 590 
Dup I i cate 

R89-573 645-650 
Dup I icate 

Au 
OPT 

0.007 
0.007 

0.008 
0.009 

0.006 
0.006 

0.013 
0.012 

0.017 
0.018 

0.012 
0.014 

0.025 
o. •26 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

SAMPlF 
NUMBER 

DATF PRINTED: 3 OCT 89 
PROJECT: NONE GIVEN 

.OO IVlt 

Au 
OPT 

PAGE 2 
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BONDAR CLEGG

BROBM MINING CORPORATION 
MR. JIM BARRON 
PO BOX 485"'
DEADWOOD, SOUTH DAKOTA 
57732

.V Invoice : RQ76652,/. Page 1

Date I 5-OCT-89

Report No: R89-31903.4 
Project ; NONE GIVEN
Reference: NONE GIVEN

Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BARRON

72 Analyses of Gold 
Subtota1

Sample Preparation
72 Samples of ASSAY PREP 
1 Sample of SAMPLE PICKUP/MILE 

1005 Samples of EXCESSIVE WETNESS/LB 
Subtotal

Miscellaneous Charges
4% S.D. SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

at $ 7.00 $ 504.00
$ 504.00 $ 504.00

at $3.00 $ 216.00
at $12.00 $ 12.00
at $0.20 $ 201.00

$ 429.00 $ 429.00

$ 17.16
$ 8.58
$ 25.74 $ 25.74

Invoice Total: $ 958.74 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

j ' . .. 

BC 
IDIDAR-a.EGG 

BROHM MINING CORPORATION 
MR. JIM BARRON 
PO BOX 485·' 
DEADWOOD , SOUTH DAKOTA 
57732 

72 Analyses of Gold 
Subtotal 

Sample Preparation 
72 Samples of ASSAY PREP 

l Sample of S.i\MPLE PICKUP/MILE 
1005 Samples of EXCESSIVE WETNESS/LB 

Subtotal 

Miscellaneous Charges 
4% S.D. SALES TAX 
")9-, 
.. 0 DEADWOOD CITY SALES TAX 

Subtotal 

Invoice R076652, 

Date 5-oc·r-89 

Report No : R89-31903.4 
Project NONE GIVEN 
Reference: NONE GIVEN 

BARRON 

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 

Sparks, Nevada 89431 
702 (359-9330) 

Page 1 

at S 7.00 $ 504.00 
s 504.00 s 504.00 

at S 3 . 00 $ 216.00 
at $12.00 s 12.00 
at S 0 . 20 $ 201.00 

$ 429.00 $ 429.00 

s 17.16 
$ 8.58 
s 25. 74 s 25.74 

Invoice Total: $ 958.74 u.s. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

--------------



/ 


